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Specifications



Overview

• Need for changes to specifications discussed with 

VDOT and industry personnel through summer 2015

• DRAFT specification changes developed & sent to 

VDOT and industry stakeholders on August 10, 2015

• Final revisions sent to CN division in September 2015.



Input received

• 39 formal comments from industry

• VDOT/VTRC/FHWA staff input as well.

• Of 39 total, formal comments submitted by industry:

• 18 comments – resulted in changes incorporated

• 16 comments - not accepted/no changes at this time

• 5 comments – editorial/inquiry in nature (no action needed)

• Over half of the 28 comments from VAA were 

accepted & their suggested input/changes 

incorporated into the VDOT specifications.



Noteworthy changes

• Section 211 - 50 gyration experimental mix design 

procedures

• Section 310 - Tack & Bond 

• Special Provision for 305 - RAP use as shoulder stone

• Special Provision – Scratch & Leveling course



Noteworthy changes

Section 211 – 50 gyration design mixes



Noteworthy changes

Section 310 – Tack & Bond

1. Tack as pay item

2. Requirement for distributor calibration

3. Requirement for plate testing to confirm application rate 

4. Tack retested by AMRL lab if >30 days old

5. Remove allowance for dilution

6. Removal of CRS-1 & CRS-2 in favor of other materials (CQS-1h, 

CRS-1h, CSS-1h, or non-tracking tack)



Special Provisions



Noteworthy changes

Section 305 –RAP as shoulder stone



Noteworthy changes

Special provision – Scratch & leveling



Noteworthy changes

Special provision – Scratch & leveling



Other topics:



MITS/PLAID Phase III

• Phase III (HMA and CMA) will be released in late 2015  :

o Access Control(s)

o Electronic TL 102’s – required beginning January 2016

o Enhanced Quality Control features:

o Electronic Control Charts

o Comparison Analysis (D2S) with flag

o Quality Management Report (QMR)

o Generate electronic notifications (ie email) if tests are failing 

and/or quality trends are negative



Future

Overall Schedule:

September 2014 – January 2015 – Documentation of project requirements

February 2015 to July 2015 – Programming

July 2015 – UAT implementation and UAT start

July 2015 – September 2015 – UAT Completion (by September 4th)

End of November – Production Release

January 2016 – Require electronic TL 102



“FLAGS” – what are flags in MITS/PLAID?





Questions?
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